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Product name Polystyrene Criterion
A= H £ i s
MED. 2024. 09. 13 Model GPPS GP 535N
s
Lot NO. 240913#4 4A
RUDEH SR
Test items and results
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Item Uint qualified Results Test Method
I_I AN
I (kL) A/kg <10 0 SH/T 1541-2006
Appearance
RIS =AY .
Melt Flow Index g/10min 2.0-5.0 3.8 GB/T 3682.1-2018
ij{$§§ﬂ§ MPa =45.0 53.8 GB/T 1040.2-2006
Tensile Strength
s e TR o
B SR ot 522 kJ/m2 =9.0 10. 4 GB/T 1043-2008
Charpy Impact
=
4£ﬂ3$k¢t““<Ty50/120) T =93.0 98. 7 GB/T 1633-2000
Vicat Softening Temp.
B % =88.0 90.0 GB/T 2410-2008
Transparency
I - <0.6 0. 27 GB/T 2410-2008
Haze
e A )
@Eaa%KZLﬁﬁfﬁ1 HE ppm <700 280 GB/T 16867-1997
Residual Styrene
HE R Eik
Conclusion qualified
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Address 8-3-1, NO. 446 WANTOU ROAD, JIANGBEI DISTRICT, NINGBO, ZHEJIANG




